The rigid amorphous fraction in semicrystalline polymers
	[image: image1.emf] 

0.48 0.50 0.52 0.54

500

550

600

650

R=0.968

SD=0.90

E (MPa)

w

C


Young’s modulus (E) at 25°C plotted as function of the crystal fraction (wC) of compression-molded PB-1 samples. 
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Young’s modulus (E) at 25°C plotted as function of the rigid fraction (wR = wC + wRA) at 25°C of the compression-molded PB-1 samples. 


